9 Professional Testing Laboratory, Inc.

TEST REPORT

DATE: 12/09/2008 TEST NUMBER: 118137

CLIENT Superior Manufacturing Group

Surface Flammability of Carpets and Rugs (16 CFR Chapter I,
TEST METHOD CONDUCTED Subchapter D, Part 1630 CPSC FF 1-70) also referenced as ASTM
D2859

DESCRIPTION OF TEST SAMPLE

IDENTIFICATION Cushion Ease
COLOR Black

ROLL 5505S0035BL
CONSTRUCTION Rubber
FBER |-
BACKING |-
REFERENCE

GENERAL PRINCIPLE

This test method is infended to measure the response of finished textile floor covering materials
when exposed to an ignition source under controlled laboratory conditions. It is applicable to all types
of textile floor coverings whether constructed from natural or man-made materials.

TEST CRITERION

The uncharred area of the test specimen must be greater than one inch in at least seven of the
eight specimens tested in order to meet the acceptance criterion.

TEST RESULTS

SPECIMEN NUMBER
1 2 3 4 5 6 7 8

Uncharred Area (Inches) 3.6 3.6 3.6 3.6 3.6 3.5 3.6 3.6

NOTE: This Sample was tested on the face side.

This sample PASSES the Federal Flammability Standard DOC FF 1-70.

APPROVED BY: p&f % NW@@@J

This faciliby is acoedied by the Hatimal Wobxtary Labomtory Acoeditation Pmoemm for the specific scope of acoeditaioromder Lab Code 100297 This acaediation does
Tuot coretiate an erdors emerd | certification, or approwal by HIST or avey ageruoy ofthe Thadted States Croremvmerit for the prodact tested. This report & prowided for the sochicire
nuse of the cliat to wdom it is addressed. Emey be uged it avdirety to gait produd acceptarce fiom duby comstibted athorities. This report applies crbyto fhose samples
tested md ic not recescariby mdicatire of apparerd by idevitical of < imilar prodacts. Thic repoat, o the hume of Professional Testing Laboraory he. shall ot be nced wmder sy
cirommstatuce i adwertising to the gerweral pblic.

714 Glerwarood Place Dalton, G4 30721 Phome: Wa-226-3283 Fae: 706 L5-65787 ernail: protestifoptilide us



